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NOTIFICATION
The following notification is being circulated in accordance with Article 10.6.
	1.
	Notifying Member: DOMINICAN REPUBLIC
If applicable, name of local government involved (Articles 3.2 and 7.2): 

	2.
	Agency responsible:
Instituto Dominicano para la Calidad, INDOCAL (Dominican Institute for Quality)
Calle Oloff Palme esquina Av. Núñez de Cáceres
Santo Domingo, República Dominicana
Tel.: (+1) 809 686-2205; Fax: (+1) 809 688-3843
Website: http://www.indocal.gob.do/; E-mail: INDOCAL@indocal.gob.do
Name and address (including telephone and fax numbers and e-mail and website addresses, if available) of agency or authority designated to handle comments regarding the notification shall be indicated if different from above: 

	3.
	Notified under Article 2.9.2 [X], 2.10.1 [ ], 5.6.2 [ ], 5.7.1 [ ], other: 

	4.
	Products covered (HS or CCCN where applicable, otherwise national tariff heading. ICS numbers may be provided in addition, where applicable): International Classification for Standards (ICS) codes 91.100 and 91.100.10

	5.
	Title, number of pages and language(s) of the notified document: NORDOM 91:1-021, Métodos de ensayo de cementos. Análisis químico. Determinación de la composición química del clínker Portland y cementos por fluorescencia de rayos X (Dominican Standard (NORDOM) No. 91:1-021: Test methods for cements. Chemical analysis. Determination of the chemical composition of Portland clinker and cements by X-ray fluorescence) (10 pages, in Spanish). 

	6.
	Description of content: Laboratory apparatus and materials; Reagents; Standard reference materials; Sample preparation; Operating procedure; Selection of analysis parameters for sequential instruments; Analysis matrix; Matrix correction; Expression of results; and References. 

	7.
	Objective and rationale, including the nature of urgent problems where applicable: The notified Standard seeks to establish a test method that uses X-ray fluorescence (XRF) to determine the chemical composition of Portland clinker and cements, as defined in Dominican Technical Regulation (RTD) No. 178.

	8.
	Relevant documents: UNE 80-210-94: Métodos de ensayo de cementos. Análisis químico. Determinación de la composición química del clínker Portland y cementos por fluorescencia de rayos X (Spanish Standard (UNE) No. 80-210-94: Test methods for cements. Chemical analysis. Determination of the chemical composition of Portland clinker and cements by X-ray fluorescence). 

	9.
	Proposed date of adoption:
Proposed date of entry into force: 
	
	Undetermined
Undetermined

	10.
	Final date for comments: 13 September 2013

	11.
	Texts available from: National enquiry point [X], or address, telephone and fax numbers and e-mail and website addresses, if available, of other body:
Instituto Dominicano para la Calidad, INDOCAL
Calle Oloff Palme esquina Av. Núñez de Cáceres
Santo Domingo, República Dominicana
Tel.: (+1) 809 686-2205; Fax: (+1) 809 688-3843
Website: http://www.indocal.gob.do/; E-mail: INDOCAL@indocal.gob.do
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